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Directed self-assembly of a helical
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Abstract
The fabrication of molecular structures with a desired morphology, e.g., nanotubes, nanoribbons, nanosprings, and
sponges, is essential for the advancement of nanotechnology. Unfortunately, realization of this objective is expensive
and complicated. Here, we report that irradiating a film comprising azobenzene derivatives with UV light produces
oriented arrays of helical nanofilaments via the photoisomerization-induced Weigert effect. As a result, structural colors
are observed due to the extrinsic chiral reflection in the visible wavelength range, and the reflected color can be tuned
by adjusting the molecular length of the azobenzene derivative. This simple fabrication method can be used for
fabricating large, reversible, and patternable color reflectors, providing a new platform for interference-based structural
coloration as it exists in nature, such as morpho butterflies, green-winged teal, and various beetles.

Introduction
It is known that certain bent-core liquid-crystalline (LC)

molecules spontaneously form helical nanofilaments
(HNFs; B4 phase) or, more precisely, bundles of twisted
crystal layers, usually with a diameter (w) of ~40 nm and a
helical pitch (p) 200–300 nm depending on the molecular
length (Fig. 1a, b)1–5. The aromatic cores and aliphatic tails
in bent-shaped molecules show a typical bookshelf-like
arrangement in the smectic layers, but in-layer mismatch
happens upon cooling from the smectic phase to the HNF
phase. During this transition, the twisted structures of the
HNFs are driven by local saddle-splay deformation of
layers, and both right- and left-handed helices are formed
because of the absence of molecular chirality. Only
recently has it been shown that filaments of the B4 phase
can be perfectly aligned in a confined environment, e.g., in

the cylindrical nanopores of an aluminum oxide matrix6,7.
Although this method is efficient and simple, unfortu-
nately, its application in optical devices is rather limited
owing to the presence of an inorganic scaffold. Here, we
describe an efficient method for aligning HNFs by engi-
neering the molecular structure, i.e., by incorporating
photochromic azobenzene units. Azobenzene molecules in
their trans-isomer state reveal different UV light absorp-
tion efficiencies and thus have different effective orienta-
tion potentials (U(θ)) depending on the angle (θ) between
the transition dipole of the azo group and the illuminating
linearly polarized light, which can be expressed as

U θð Þ ¼ V 0cos
2θ; ð1Þ

where V0 is the strength of the potential and is larger than 08.

When azo-mesogens are exposed to linearly polarized
UV light, only molecules oriented with their transition
dipoles parallel to the direction of polarization (θ= 0°)
respond and undergo trans–cis photoisomerization,
whereas the molecules perpendicular to this direction (θ
= 90°) remain in the trans-state. In a dynamic system,
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after a number of consecutive trans–cis and cis–trans
isomerization cycles, the equilibrium is strongly biased
toward molecules oriented perpendicular to the direction
of light polarization, which is known as the “angular hole
burning” or the “Weigert effect”8. Under irradiation with
unpolarized light, the azobenzene units tend to orient
along the direction of light propagation, the only direction
perpendicular to the electric field of the incident light
(Supplementary Fig. S1). We show that using the Weigert
effect, aligned arrays of helical nanostructures can be
obtained, which is the basis for patternable and reversible
structural color reflectors. There have been attempts to

control the orientation of chiral LC materials showing a
cholesteric or blue phase; however, it was necessary to add
a photochromic dopant or an azo-moiety-containing
alignment layer9,10. Indeed, the robustness or tempera-
ture range in previous studies was frequently poor for
practical applications, so our robust HNF-based platform
is promising for realizing realistic chiral color reflectors.

Materials and methods
Fabrication of color reflectors with UV irradiation
The sandwich-type cells were made of a silicon (Si)

wafer and glass; both substrates were washed with
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Fig. 1 UV light-driven fabrication of helical filament arrays. a Randomly oriented HNFs grown from randomly oriented molecules in an isotropic,
nematic, or smectic phase (c). b Oriented HNFs are observed upon illuminating the sample with unpolarized UV light, causing repetition of the
trans–cis photoisomerization process. d, e Alignment of the mesogenic cores along the light propagation direction by the Weigert effect, which
causes the growth of the helical filaments vertically with respect to the sample substrate (b). Molecular structures of D-n dimers and their phase
sequence (f)
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acetone, ethanol, and DI water. The spacing between the
substrates was maintained at 3 μm using silica particle
spacers. The D-n LC materials were injected into the cells
in the isotropic liquid phase (~170 °C) via capillary forces.
The temperature and cooling rates of the samples were
precisely controlled by a heating stage (LTS350, Linkam,
UK). The cells were irradiated with UV light from a diode
lamp at an effective power density of 280mW/cm2 for D-
5 and 160mW/cm2 for D-7, D-9, and D-11. During
irradiation, the sample was cooled to the temperature
range of the B4 phase (~140 °C) at a rate of 1 °C/min.
Polarized optical microscopy (POM) (LV100POL, Nikon,
Tokyo, Japan) was used to observe the optical textures of
the LC film. Field-emission scanning electron microscopy
(SEM) (S4800, Hitachi) was used to examine the mor-
phology of the HNFs. Grazing incidence X-ray diffraction
(GIXRD) analysis was performed at the 9A U-SAXS and
6D C&S UNIST-PAL beamlines of the Pohang Accel-
erator Laboratory. The energy of the focused beam was
11.06 keV, and the 320-mm sample-to-detector distance
allowed simultaneous observation of the molecules and
layer orientation. The diffraction patterns were recorded
with a 2D CCD camera (Rayonix SX165). The reflectance
spectra of the aligned HNFs were recorded on a spec-
trometer (USB-2000+, Ocean Optics).

Simulation
To investigate the origin of the reflected colors of the

helical nanostructure, simulations were performed using
the finite element method (FEM). The numerical calcu-
lation in the frequency domain, based on the finite inte-
gration technique (FIT) first proposed by T. Weiland in
1976, uses the integral form of Maxwell’s equation as
follows11:

I

∂A

~E � d~s ¼ �
Z

A

∂~B
∂t

� d~A;
I

∂A

~H � d~s ¼
Z

A

∂~D
∂t

þ~J

 !
� d~A;

I

∂V

~D � d~A ¼
Z

V

ρ � dV ;

I

∂V

~B � d~s ¼ 0:

To solve these equations numerically, a finite calcula-
tion method was used under the consideration that the
structure comprised small repetitively arranged unit cells.
In the case of the complex curved structures of HNFs, the
FIT algorithm combined with the perfect boundary
approximation technique was applied12. Finally, any
electromagnetic field problem on the discrete grid space
can be solved using the matrix equation

~D ¼ Mϵ
~E;~B ¼ Mμ

~H ; ~J ¼ Mσ
~E þ~J s;

where Mε, Mμ, and Mσ represent the matrices for per-
mittivity, permeability, and conductivity, respectively.
Such numerical analysis for complex structures is well

established. For a reasonable numerical calculation, we set
the refractive index (n) for D-n molecules as 1.6. Other
parameters, such as the helical pitch (p), were estimated
from SEM analyses. The HNF pitches for the series D-5,
D-7, D-9, and D-11 were found to be 206, 231.8, 271.3,
and 282.7 nm, respectively. The diameter of the HNF was
set to 40 nm1.

Results and discussion
LC materials and controlling the HNF alignment
Flexible dimers (D-n) with odd numbers (n= 5, 7, 9, 11)

of carbon atoms in their internal spacers, which link two
rigid linear cores with an azobenzene group each (Fig. 1f),
were studied11,13. For the dimers studied here, the HNF
phase is observed in the temperature range below that of
the smectic (n= 5, 7) or nematic phase (n= 9, 11). Irra-
diation with UV light has no direct effect on the B4 phase;
however, effective photoisomerization occurs in the fluid
LC phases, viz. the smectic and nematic phases. More-
over, photoisomerization with unpolarized UV light
induces the reorientation of the dimeric molecules by the
Weigert effect; the polar director of molecules on average
is aligned along the light propagation direction and thus is
parallel to the surface (Fig. 1d, e). The orientation of the
molecules by light governs the growth of the HNFs in the
direction of light propagation, vertical to the surface (Fig.
1b), which is quite different from the original states of the
HNF and fluid LC phases (Fig. 1a, c).
For this study, dimeric molecules in a sandwich cell

composed of a Si wafer and glass were used (Fig. 2a, b). The
intrinsic broadband absorption property of the Si wafer
(black substrate) effectively eliminates incoherent scatter-
ing, rendering the reflected color relatively vivid and clearly
visible to the unaided eye (Fig. 3). The HNF orientation
process is fully reversible: it can be subsequently heated to
the fluidic LC phase or isotropic liquid. The orientation of
the filaments by light was confirmed by SEM studies (Fig.
2). Well-oriented HNFs are observed only in the cell area
irradiated by UV light (Fig. 2d), whereas randomly oriented
and coiled HNFs are observed in the unirradiated parts of
the cell (Fig. 2c). The SEM images of well-aligned HNFs
also reveal that the helical pitch, p, increases from ~200 to
~280 nm as the alkyl linker length of the dimer is increased
from n= 5 to 11 (Fig. 2d). The crystal structure and mor-
phology of the HNF phase was also investigated by GIXRD
with a synchrotron source (Supplementary Figs. S2–S4).
Small-angle diffraction signals reflecting the layer structure
in the sample exposed to UV light have a well-defined
azimuthal direction, which is slightly tilted with respect to
the sample surface, confirming the vertical orientation of
the filaments. In contrast, the degeneration of the azimuthal
angle of signal positions is clearly observed for the uni-
rradiated sample. The observation of wide-angle peaks with
characteristic diagonal positions also supports the vertical
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alignment of the filaments, as previously reported6,11. This
finding is the typical GIXRD result of the HNF phase, which
is quite different from the results of other chiral structures,
for example, the twist bend nematic phase that shows broad
wide-angle GIXRD peaks even though it is well aligned14. In
situ GIXRD patterns of the sample in the smectic C phase

also show that the smectic layers that are deformed by UV
irradiation are restored upon illumination with visible light
(Supplementary Fig. S5).
The influence of UV irradiation during the phase

transition was directly investigated with POM (Supple-
mentary Fig. S6). The nematic textures show reversible

Fig. 2 Schematic illustration of the UV irradiation experiment and SEM images of HNFs. a Experimental setup for the irradiation of the LC
sample confined between a Si wafer and glass with unpolarized UV light. The yellow region represents the area masked with black paper, while the
blue region represents the area exposed to UV light. The heating stage is placed beneath the sample to control the phase transition. b Schematic
representation of HNFs in the shadowed (yellow) and UV-irradiated areas (blue). c SEM images of randomly oriented HNFs grown in the
photomasked area. d Aligned HNFs grown in the UV light-illuminated areas. The helical pitch p varies with the variation in the internal spacer length
of the dimer
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behavior with and without UV irradiation, transforming
to dark and schlieren textures, respectively (Supplemen-
tary Fig. S6a, b). Without UV irradiation, the typical
schlieren texture is observed in the nematic phase at 148 °
C, changing to the dark texture in the B4 phase (Sup-
plementary Fig. S6c). In contrast, under UV irradiation,
the nematic texture is dark, showing the homeotropic
molecular arrangement, which transforms to the green
domain to reveal oriented HNFs (Supplementary Fig.
S6d).

Optical properties of the fabricated structural color
reflectors and simulations
Clear differences in the reflection of white light by the

UV-irradiated and photomasked area are observed by
reflection-mode optical microscopy when the sample is

placed between crossed polarizers (Fig. 3). Optical ana-
lyses were also performed on the glass surface covered
with the LC material after removing the Si wafer to see the
transmission color. The color of the sample is dependent
on the background against which the sample is observed.
When a black background that strongly absorbs the light
transmitted through the sample is used, the reflection
color is enhanced (Fig. 3c), and when a white background
that scatters light is used, the sample shows only a weak-
yellow color related to the absorption of the azo units (Fig.
3d). For quantitative optical analysis, spectroscopic
investigations were carried out to show the reflectance
spectrum of the D-n series (Fig. 3e). By collecting the
scattered signal with an integrating sphere, the total
reflection from the helical structures was measured,
showing 35–40% efficiency. As demonstrated by the

Fig. 3 Reflective optical properties of HNFs. a Photomasked and UV-irradiated areas, as viewed between cross-polarizers; the reflection in the UV-
irradiated area shifts from blue to green with increasing dimer spacer length. b Schematic illustration of the reflected color upon illumination with
white light. c The reflected colors of the sample when viewed against a black background and d the “dye” color when a white background is used. e
Reflection spectra of dimers D-5 to D-11. f Angle-independent reflecting behavior of the D-5 sample is observed by varying the viewing angle
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optical observations, the wavelength of the reflected light
shifts from blue to green as the linker chain length of the
dimer increases from 5 to 11; the reflected light wave-
lengths are 456 nm for D-5, 492 nm for D-7, 530 nm for
D-9, and 549 nm for D-11. These results are consistent
with the increase in the helical pitch observed by SEM
imaging (Fig. 2d). To interpret the mechanism of light
reflection by the helical nanostructures observed in SEM
images, we performed numerical simulations using the
FEM (Supplementary Fig. S7), which is based on the
integration form of the Maxwell equation15. For this
purpose, the simplified in-plane hexagonal model of the
HNF arrays was used. The two parameters of pitch and
diameter used in the calculation were directly extracted
from the SEM images (Fig. 2d). The results of the
numerical simulation on the nanostructure provide four
polarized reflection coefficients: rXX, rXy, ryX, and ryy
where the first and second subscripts represent the
polarization axes of the incident and reflected light,
respectively. The direction of the polarization plane of the
incident light has no effect on the resultant reflectance
because of the same polarized reflection coefficients, rXX
= ryy and rXy= ryX, thus revealing the in-plane symmetry
of the modeled HNF structure. Therefore, the unpolarized
reflectance can be defined as the sum of the parallel and
cross-polarized reflectance, R ¼ r2xx þ r2xy þ 2rxxrxy. In the
numerical calculation results (Supplementary Fig. S7), the
trend in each resonance is consistent with the

spectroscopic results. The two evident resonance peaks
observed in each curve are exactly matched with one and
half helical pitches, corresponding to longer and shorter
wavelength resonances, respectively. Interestingly, each
resonance frequency does not exactly reveal the Bragg
reflection explained by the equation λ= np16. In addition
to the theoretical evidence observed in Fig. S7, the
refractive index (n) and extinction coefficient (k) mea-
sured experimentally by an ellipsometer show the pre-
sence of an electromagnetic effect (Supplementary Fig.
S8). It is shown that the refractive index near the reso-
nance frequency (Fig. 3e) does not reach n= 2, which is
estimated by the Bragg equation. This evidence shows
that the origin of the resonances is metamaterial char-
acteristics along with electromagnetic coupling in
dielectric metamaterials17. HNF structures that have
dense nanostructures may have the field enhancement by
the electromagnetic coupling effect in the vicinity of their
structures and eventually increase the refractive index,
according to the relation17,18, where εr and μr are the
permittivity and permeability of the HNFs, respectively.
Additional proof of this phenomenon can be obtained
from the simulated electric field distribution in Fig. S9.
The total electric field distribution at the resonant fre-
quency is dramatically enhanced as the gap distance
between HNFs is decreased.
To compare this reflector with a conventional 1D color

reflector, we performed angle-dependent reflection

Fig. 4 Patternable and reversible color reflectors. a, b show patterns formed by irradiating the sample with UV light through a mask marked
“KAIST”. The color pattern in the B4 phase was written by UV light irradiation of the fluid LC phases and erased by heating the fluid phases. c, d show
the line color patterns with a 40-μm line width at different magnifications
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measurements. The HNF-based color reflectors exhibit
reduced angle-dependent characteristics. As the viewing
angle changes, the reflection color does not change sig-
nificantly compared with the conventional 1D color
reflectors (Fig. 3f and Supplementary Fig. S10). This result
can be explained by the uneven pseudolayers made of
bundles of HNFs, as observed in the SEM images (e.g., the
red-dashed horizontal line in Fig. 2d), in which the black
and white lines are not on the horizontal line but rather
are effectively deviated from the red-dashed line. These
disordered elements in the ordered HNFs result in
removal of the directionality, which is essential for a
noniridescent color reflector, as found in a morpho but-
terfly19. This phenomenon is comparable to the case of
the close-packed structure-based color reflectors such as
photonic crystals comprising colloidal particles20,21.
Our method establishes a simple way to control the

orientation of helical nanostructures in well-defined areas
of the sample and therefore to produce “patternable color
reflectors”9 (Fig. 4). The complex helical nanostructures
can be easily written on with UV light and erased by
heating (Fig. 4a, b). The detailed reversible procedure is
based on the mechanism in Fig. 1, in which UV irradiation
of the fluid LC phases is carried out. The pattern size
obtained using a simple light-emitting diode UV lamp is
~10 μm (Fig. 4c, d), which could be easily improved by
employing better optics.

Conclusions
A combination of the patterned irradiation technique and

a material capable of self-assembling into helical nanos-
tructures enabled the realization of patternable color
reflectors. The fabrication process is low cost (requires a
simple UV light source) and minimally time consuming (a
sample with a few centimeter diameter can be processed in
a few hours), which is advantageous considering that the
fabrication of structural color reflectors by conventional
nanofabrication methods using photolithography tools and
dielectric material deposition is costly and complex. The
proposed technology is only the starting point for the
application of helical nanostructures, with the final goal
being the exploitation of HNFs’ chirality in applications
such as chiral catalysis, medicine, chiral separation, and
chiro-optics. For example, using arrays of oriented HNFs
with defined chirality, a three-dimensional Weyl point in a
photonic system can be obtained with a loss-free surface
state for a broad spectrum of light22,23. Other interesting
topics might be topological photonics and metamaterials for
the unidirectional transfer of photons, plasmons, and even
acoustic waves24–26.
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